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Abstract: Volume Holographic Optical Elements (HOEs) present 
interesting characteristics for photovoltaic applications as they can select 
spectrum for concentrating the target bandwidth and avoiding non-desired 
wavelengths, which can cause the decrease of the performance on the cell, 
for instance by overheating it. Volume HOEs have been recorded on Bayfol 
HX photopolymer to test the suitability of this material for solar 
concentrating photovoltaic systems. The HOEs were recorded at 532 nm 
and provided a dynamic range, reaching close to 100% efficiency at 800 
nm. The diffracted spectrum had a FWHM of 230 nm when illuminating at 
Bragg angle. These characteristics prove HOEs recorded on Bayfol HX 
photopolymer are suitable for concentrating solar light onto photovoltaic 
cells sensitive to that wavelength range. 
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1. Introduction 

Volume Holographic Optical Elements (HOEs) can operate as solar concentrators [1]. For 
their design two main characteristics should be taken into consideration: chromatic and 
angular selectivity. Since holograms are wavelength-selective optical elements they can be 
designed to efficiently diffract the bandwidth for which the photovoltaic cell will work best. 
In the case of a Si or a CIGS cell the range is approximately from 700 to 1050 nm, and for a 
GaAs, from 500 to 850 nm [2], as it can be seen in Fig. 1. To operate as a solar concentrator, a 
HOE should diffract a broad spectrum and the design should also take into account the solar 
spectrum (Fig. 1). An advantage of the chromatic selectivity that holograms offer is the 
possibility of eliminating the non-desired wavelengths, such as infrared, by diffracting that 
range with a very poor efficiency. This prevents the photovoltaic cell from overheating, which 
causes a performance decrease on the cell [3,4]. 

Volume HOEs present angular selectivity, i.e., they efficiently diffract light for a range of 
incident directions. This is an important aspect to take into account, since the position of the 
sun varies over the day and the year. When varying the incident direction along the plane 
formed by the two recording beams, this efficient angular range is rather small, so the HOE 
has a high angular selectivity. On the other hand, in the perpendicular plane, low angular 
selectivity is achieved. One can take advantage of this effect by using cylindrical holographic 
lenses which allow the use of single-axis solar tracking devices [5]. 

Moreover, the efficiency depends on additional parameters: composition and thickness of 
the photosensitive material, recording geometry and spatial frequency, among others. The 
chromatic dispersion of the holographic lens should also be taken into account. Each 
wavelength is focused on a different point, which could be a drawback, since the wavelength 
range of interest should focus on the photovoltaic cell, or an advantage, if several photovoltaic 
cells, each one sensitive to a different wavelength range, are used [6]. 
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Fig. 1. Absolute irradiance of the sun (black curve, left y-axis) and spectral response of several 
photovoltaic cells [2] (red, green, and blue curves, right y-axis). 

The material dynamic range of index modulation is a decisive parameter because it limits 
the value of the highest wavelength which can be efficiently diffracted. In addition, a large 
dynamic range is required to multiplex several holograms with different incident recording 
directions [7], to overcome the high angular selectivity and therefore, eliminating or reducing 
the need of tracking. 

Two kinds of photosensitive materials proven to be suitable for the recording of 
holographic lenses as solar concentrators are dichromated gelatin (DCG) [5,8–11] and 
photopolymers [12–14]. Both of these materials can be self-produced or acquired from 
manufacturing companies and provide high efficiency, resolution, index modulation and 
transparency. However, DCG requires wet and thermal post-processing, whereas some 
photopolymers are self-developing materials. 

Both types of materials have been studied and characterized for reconstruction with a 
broad spectrum. Even though many researchers have adopted DCG for solar applications, 
only a few propose solar concentrators based on photopolymers. Sam et al. [12] used 
HoloMer 6A photopolymer, produced by Light Logics Holography and Optics, to record a 
holographic lens. Akbari et al. [13] utilized self-produced acrylamide-based photopolymers 
for HOE recording in the frame of solar energy applications. They stacked together a 
combination of HOEs to achieve a broad angle range. All the gratings were recorded on thin 
layers and had low spatial frequency to obtain a larger angular and chromatic working range 
of the optical component. Bianco et al. [14] recorded multiplexed cylindrical lenses in a sol-
gel photopolymer also to increase the angle range. 

A new acrylate based photopolymer, Bayfol HX, developed by Covestro AG (formerly 
Bayer MaterialScience), is the material studied in this work with emphasis on a solar 
application, due to its advantageous characteristics such as good light sensitivity, low 
shrinkage and detuning and specially no chemical or thermal processing needed, only 
photocuring [15]. Its index modulation has been studied in comparison with a well-known 
acrylamide/polyvinylalcohol (AA/PVA) based photopolymer material, and it was concluded 
that Bayfol photopolymer can achieve a significantly higher refractive index modulation [16]. 
Some initial tests of this new photopolymer material for the recording of vHOEs are reported 
in the literature. Zanutta et al. [17,18] investigated holograms in order to utilize them as an 
optical dispersing element for an astronomical spectrograph. Piao et al. [19] evaluated 
multiplexed holograms with three different wavelengths to be used as a holographic diffuser. 
Hwang et al. [20] stacked three holograms recorded each with a different wavelength to 
obtain a autostereoscopic display system. Vojtíšek et al. [21] analyzed the over-modulation of 
transmission gratings recorded on this material. 

Taking into account the studies which are available in the literature, the goal of the present 
study is to characterize Bayfol HX and to prove its suitability as a recording material for 
holographic solar photovoltaic concentrators. Since each point of a holographic lens acts as a 
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plane grating (“local grating” treatment) [8], it is necessary to study first the performance of 
volume gratings recorded on this material. In order to achieve a compromise between solar 
irradiance and cell optimum wavelength ranges, depicted in Fig. 1, 800 nm is established as 
the desired wavelength with maximum efficiency in the reconstruction. 

2. Theoretical background 

The analysis of holographic gratings is based on Kogelnik’s Coupled Wave Theory [22]. A 
holographic grating is recorded with the interference of two beams with wave propagation 

vectors 1k


 and 2k


, with modulus 1 2

2

R

k k
π

λ
= = , where Rλ  is the recording wavelength. The 

grating vector K


, is determined by means of 

 1 2K k k= ±
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For simplicity, only the negative term in Eq. (1) is considered, as shown in Fig. 2. The 

vector K


 is perpendicular to the constant interference planes and has a modulus of 
2π
Λ

, 

where Λ  is the grating period. 

 

Fig. 2. Relation between the grating vector K


, the recording wave propagation vectors 1k


 

and 2k


 and the reconstruction wave propagation vectors 0k


 and 1k+


 when Bragg condition 

is met. Z-axis is chosen perpendicular to the holographic film plane. 

In volume phase holograms, it is assumed that the refractive index is sinusoidally 

modulated along the material, in the form 0 1( ) cos( )n r n n K r= + ⋅
  

, where 0n  is the average 

material index and 1n  is the index modulation. When illuminating with a beam with wave 

vector 0k


 only two waves are diffracted: zero order 0k


 and first diffraction order 1k+
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λ+= = , where Cλ  is the reconstruction wavelength. 

The diffractive efficiency of the grating is defined with 

 1
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I

I I
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+

=
+

 (2) 

where 0I  is the intensity of the transmitted beam and 1I+ is the intensity of the diffracted 
beam. 

The efficiency will be maximal when Bragg condition is fulfilled (Fig. 2), 

 2 sin C Cθ λΛ =  (3) 

and it is given by 
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where d  is the material thickness, and 0θ  and 1θ+  are depicted in Fig. 2. With an appropriate 

value of 1n , determined with the recording exposure, the efficiency can reach 1η = . 

3. Experimental method and results 

Two non-commercial photosensitive materials manufactured by Covestro AG (formerly 
Bayer MaterialScience) have been tested in the present study: Bayfol HX 104, green-sensitive 
and an early-stage material Bayfol HX TP, RGB-sensitive. Each sample is a film formed by 
two layers: a substrate made of polycarbonate in the first case and made of polyamide in the 
second one, and a photopolymer film. The refractive index of each layer was measured by 
means of an Abbe refractometer and the thickness was then obtained from the transmission 
spectrum measured by a spectrophotometer (Varian Cary 500) when illuminating with a 
broadband light source. The interference pattern of multiple reflections provided the product 
n d⋅  (refractive index and thickness, respectively). In Table 1, the results and the values 
provided by Covestro AG are shown. 

Table 1. Comparison of the provided and measured values of refraction index and 
thickness of the photopolymer and substrate of Bayfol HX 104 and HX TP. 

 Measured Provided by Covestro AG 

 photn  photd (µm) subsn  subsd (µm) photn  photd (µm) subsn  subsd (µm) 

Bayfol 
HX 104 

1.49 16.3 1.59 128.7 1.485
1.492 

16 1.58 125 

Bayfol 
HX TP 

1.45 15.2 1.53 60.7 - 16 - 60 

 
It should be noted that no chemical or thermal processing is needed after the recording. 

However, photocuring is required to stop the polymerization process and bleach the remaining 
dye of the sample. In this way, absorption is reduced and higher absolute efficiencies (ratio of 
diffracted and incident intensity) can be reached. The manufacturer recommends bleaching 
with a mercury arc lamp (commercially discontinued), that emits visible and UV light, with a 
dosage of 5-10 J/cm2. Tests with a metal halide lamp (Philips HPA 400 SD), with a similar 
spectrum, and with a 50 W white LED flood light have been performed. They revealed that 
the most comfortable and less agresive option is photocuring with white LED, since to 
achieve analogous results the metal halide lamp had to be placed close to the photopolymer 
sample, which caused a temperature increase above the material’s tolerance. 

The white LED provided an intensity -on the holographic film- of 160 mW/cm2 (measured 
with Ophir 50(150)A-BB-26 power sensor) and the spectral intensity presented in Fig. 3. A 
dosage of 240 J/cm2 was used to bleach the samples, much higher than the dosage 
recommended by the manufacturer. However, the transmission spectrum increases up to 3% 
around 550 nm when performing a second photocuring step with the metal halide lamp 
(placed further from the sample to avoid the temperature increase) with a UV-A intensity -on 
the holographic film- of 30.4 mW/cm2 (measured with UV-Design Radiometer Black 
Standard UV-A) and a dosage of 60 J/cm2. 
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Fig. 3. Intensity on the sample provided by the white LED used for photocuring as a funcion of 
the wavelength. 

Given the fact that the present study focuses on solar-concentration applications, it would 
not be necessary to perform the second step, since sun radiation would act as the visible and 
UV light source, giving similar results. In Fig. 4(a) and (b), the transmission spectra of 
unrecorded photopolymer before and after two-step bleaching (visible LED and metal halide 
lamp, or visible LED and sun radiation) are shown. It should also be mentioned that reflection 
losses on all surfaces have been substracted with Fresnel’s expressions [23]. The spectra look 
rather wavy because of the interference of multiple reflections into the material. 

Bayfol HX absorbs radiation with wavelengths under 300 nm [18], both before and after 
bleaching. This high absorption (close to 100%) is likely due to the substrate (made of 
polyamide or polycarbonate), rather than the dye. This is not critical in solar application, since 
the types of solar cells this work was proposed for (mono-Si, ZNO/CIGS, GaAs) have no 
sensitivity at wavelengths under 300 nm (Fig. 1) [2]. 

 

Fig. 4. Transmission spectra of unexposed (black curve) and bleached with visible LED and a 
metal halide lamp (red curve) and with visible LED and the sun radiation (blue curve) Bayfol 
HX 104 (a) and Bayfol HX TP (b) photopolymer. The reflection losses on all surfaces have 
been eliminated. 

A slanted grating has been recorded on each sample in order to calibrate material 
holographic properties. Slanted gratings are of great interest, since variations in the diffracted 
beams directions from those given by theory (Eq. (3)) indicate a variation of the material 
thickness after the recording and processing. 

In all the cases, the recording wavelength was 532 nm (Coherent Verdi V6 laser with 
variable output power from 10 mW to 6 W) and the target reconstruction wavelength was 800 
nm. The chosen angle between the reference and the object beam (25° in air, with one beam 
normal to the holographic film) and therefore, the spatial frequency (820 lines/mm, the 
inverse of the spatial period), ensure that the hologram operates in the volume regime for 800 
nm, to achieve high efficiency, but diffracting a broad spectrum. 
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After the bleaching treatment, the efficiency η  of each grating was determined based on 
Eq. (2). The intensity of the diffracted orders was measured (with Newport Power Meter 
Model 1815-C with detector Model 818-SL, with an uncertainty of 5 μW) by illuminating at 
Bragg angle with a laser, emitting either at 800 nm (ThorLabs Laser Diode CPS808A, 
emitting 4.4 mW) or at 532 nm, as illustrated in Fig. 5. The index modulation 1n  was 
calculated by means of Eq. (4). 

 

Fig. 5. Schematic of the geometry used for the measurement of the transmitted and diffracted 
beams intensity to calculate the efficiency. The detector could be placed on either beam. 

Figures 6 and 7 show the dependency of the efficiency with the exposure for gratings 
recorded with an incident intensity (equal to the sum of the intensities of both reference and 
object beam) of 0.275 mW/cm2 for Bayfol HX 104 and 1.17 mW/cm2 for Bayfol HX TP. In 
the case of efficiency curves at 532 nm, overmodulation effect can be noticed with a clear 
efficiency reduction from exposure energies around 3.5 mJ/cm2, for Bayfol HX 104, and 
around 12 mJ/cm2, for Bayfol HX TP. However, for 800 nm, saturation of index modulation 
gives a maximum constant 100% efficiency value, so, with the 820 lines/mm gratings 
recorded, it cannot be possible to obtain 100% efficiency for Cλ >800 nm with neither Bayfol 
material, as Eq. (4) indicates. 

The optimum exposure energy is different for each material, with Bayfol HX TP requiring 
higher recording energies than Bayfol HX 104. When increasing the exposure energy, index 
modulation saturation was achieved in all cases, which can cause nonlinear effects, turning 
into a non-sinusoidal index modulation and higher harmonics generation, as it will be later 
shown. 

Values of the index modulation up to 0.024 are obtained for both materials at the 
saturation range, as shown in Fig. 8. The optical path modulation obtained, 1n d⋅  = 0.3912 

μm for HX 104 and 1n d⋅  = 0.3648 μm for HX TP, is similar to that obtained by DCG 
investigated by the authors [7]. The thickness of the DCG emulsion in [7] was 30 µm, around 
the double of photopolymer thickness, and the index modulation was the half: 0.012. 

Zanutta et al. [17,18] stated that the maximum reachable index modulation can be selected 
varying the recording intensity. In order to determine the optimal intensity for this work (with 
a target wavelength of 800 nm), several recording intensities were used. For each intensity 
several samples were recorded using different exposure energies, to obtain the index 
modulation 1n  for each one (as in Fig. 8). The maximal index modulation for each intensity 
was then identified and plotted in Fig. 9. The conducted measurements demonstrate that if too 
low intensity is used no hologram is recorded for any exposure value, whereas if too high 
intensity is adopted, gratings with lower index modulation than the maximum one are 
obtained. This is in accordance with data provided by the manufacturer for non-slanted 
transmission holograms. Higher intensity and exposure (3-4x) was required for HX TP than 
for HX 104. Figures 6-8 show data of volume gratings recorded with incident intensities 
belonging to the optimum range illustrated in Fig. 9. 
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Fig. 6. Efficiency versus exposure energy of gratings recorded in Bayfol HX 104 with 0.275 
mW/cm2 of intensity and measured with a laser emitting at 532 nm (green circles) and one at 
800 nm (red squares). 

 

Fig. 7. Efficiency versus exposure energy of gratings recorded in Bayfol HX TP with 1.17 
mW/cm2 of intensity and measured with a laser emitting at 532 nm (green circles) and one at 
800 nm (red squares). 
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Fig. 8. Refractive index modulation of gratings recorded in Bayfol HX 104 (black circles, 
bottom x-axis) with 0.275 mW/cm2 of intensity, and Bayfol HX TP (red squares, top x-axis) 
with 1.17 mW/cm2 of intensity. 

 

Fig. 9. Maximum refraction index modulation obtained by different recording intensities with 
Bayfol HX 104 (black circles) and Bayfol HX TP (red squares). The x-axis corresponds with 
the sum of the intensity of the reference beam and the object beam. 

The efficiency as a function of the angle of incidence of the gratings corresponding to the 
points with exposure energy 4.43 mJ/cm2 for HX 104 (illustrated in Fig. 6) and 19.56 mJ/cm2 
for HX TP (presented in Fig. 7) was also measured at 800 nm. A detector was placed to 
measure the efficiency of the 0th order. Black curves in Figs. 10(a) and 10(b) show the 
angular selectivity when varying the incident direction along the plane formed by the two 
recording beams. Reflection losses have been suppressed with Fresnel’s expressions. Since 
the recorded gratings are volume holograms, minimums in the 0th order of diffraction 
correspond to maximums in the 1st order. The angles, at which the diffracted efficiency is 
maximal (that fulfill Bragg condition), −6.3°and 31.9°, are in agreement with the values 
obtained with the theoretical curves predicted by Kogelnik’s theory with the initial thickness 
(green curves). Therefore, there is no noticeable variation in thickness of the photopolymer 
after recording and processing [24]. The curve for HX 104 has a FWHM of approximately 6° 
and HX TP of 7°. 
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Fig. 10. Comparison of theoretical (green curves) and experimental (black curves) angular 
selectivity of a grating recorded with 4.43 mJ/cm2 in Bayfol HX 104 (a) and a grating recorded 
with 19.56 mJ/cm2 in Bayfol HX TP (b), measured with a laser emmiting at 800 nm and 
varying the incident direction along the plane formed by the two recording beams. Reflection 
losses have been suppressed. 

The peak at θ  = −26.1° of Figs. 10(a) and 10(b) corresponds to a grating with grating 

vector 2K


. This occurs due to the fact that the index modulation is saturated (Fig. 8); thus, 
the recorded grating is not sinusoidally modulated and higher order harmonics appear [25]. 
This effect does not seem to affect the behavior of the recorded grating. 

Figure 11 shows the angular selectivity when varying the incident direction along the 
plane perpendicular to the two recording beams. Reflection losses have also been suppressed 
with Fresnel’s expressions. The curves have a FWHM slightly bigger than 80°. This 
characteristic will allow the design of HOEs for solar concentration with one-axis tracking 
[5]. 

 

Fig. 11. Angular selectivity of a grating recorded with 4.43 mJ/cm2 in Bayfol HX 104 (black 
curve) and a grating recorded with 19.56 mJ/cm2 in Bayfol HX TP (red curve), measured with 
a laser emmiting at 800 nm and varying the incident direction along the plane perpendicular to 
the two recording beams. Reflection losses have been suppressed. 

In order to analyze the chromatic selectivity (the dependence of the efficiency with the 
wavelength), the HOE is illuminated at Bragg angle with a white light source (Ocean Optics 
LS-1) and the transmitted light is measured with a spectrometer (Ocean Optics USB2000). In 
Fig. 12, the efficiency of the 0th order of the previous gratings versus the wavelength, when 
illuminating in a direction that fulfills Bragg condition for 800 nm, is shown. Reflection 
losses have also been suppressed with Fresnel’s expressions. The maximum around 800 nm 
has a FWHM of approximately 200 nm for the HX 104 sample and 230 nm for the HX TP 
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sample. A peak corresponding to the second harmonic (grating vector 2K


) is seen at 400 nm, 
as it is expected. In Figs. 10-12, it can be noticed that the broadest curve corresponds to the 
material with the smallest thickness, HX TP, as stated by Kogelnik’s Coupled Wave theory 
[22]. 

 

Fig. 12. Chromatic selectivity of a grating recorded with 4.43 mJ/cm2 in Bayfol HX 104 (black 
curve) and a grating recorded with 19.56 mJ/cm2 in Bayfol HX TP (red curve), measured at 
Bragg angle for 800 nm. Reflection losses have been suppressed. 

4. Conclusions 

Two acrylate-based photopolymer materials, Bayfol HX 104 and Bayfol HX TP, have been 
calibrated by means of recording 820 lines/mm volume gratings at 532 nm. High efficiency 
for a broad spectrum has been obtained and the high dynamic range with an index modulation 
of 0.024 allowed 100% efficient diffraction at 800 nm with a FWHM greater than 200 nm, 
which matches the maximal spectral response region of a set of solar cells. Therefore, it has 
been concluded that these photopolymer materials are suitable for solar concentration 
applications and future work will include the recording of holographic lenses for this aim. 
Nonetheless, given the high angular selectivity, tracking along one axis is necessary. 

Some minor differences in the behavior of the two photopolymeric materials have been 
observed. The exposure energy required for the recording of the holograms is higher for 
Bayfol HX TP. 

The optical path modulation of the HOEs obtained are similar to those obtained with 
DCG, as studied by the authors [7]. However, this photopolymer material is more convenient 
since there is no need of wet or thermal processing, especially when considering the 
application of industrial production of solar concentrators. 

Further analysis of this material is needed in order to study multiplexing different gratings 
in the same sample, which could eliminate completely the need of tracking. For other 
photovoltaic cells with different working spectral range, the HOE would be designed in 
accordance to that range. If the target reconstruction wavelength is lower or equal to 800 nm 
the same material can be used; however, if it is higher than 800 nm another material, which 
could provide a higher optical path modulation 1n d⋅ , should be utilized. 
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